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TSC-Ferrite International
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GRIND SPECS B C BW GRIND GRIND GAP DEPTH AL VALUE | L CONTROL LIMIT
inches inches inches BACKWALL | MATING SURFACE |per pc. (inches) nH/T 2 mH
Maximum 0.2570 0.1890 52.0 0.51000
Nominal 0.2520 0.1830 NO YES 0.0170 50.0 0.50000
Minimum 0.2470 0.1770 48.0 0.49000
Inductance (AL) Test Conditions mate with:
Test Test Test
Critical Spec.| Tolerance 1or2core Frequency Voltage Flux Density
Al or Mech. GAP Coil # # Turns kHz Vrms Gauss
AL 4% ONE 342 100 10 0.030 5
Dimensions: A D E F G H J COLOR
inches inches inches inches inches inches inches CODE
Maximum 0.510 0.150 0.366 0.150
Nominal 0.500 0.144 0.356 0.142
Minimum 0.490 0.138 0.346 0.134
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